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×6 PMTsarecoatedwith TPB.

×Directlydepositedover the PMTglasssurface
with a dedicatedevaporationset-up.

×Coatingdensityof 0.2mg/cm2

×Very efficient and widely used in many
experiments.

Polyethylene naphthalate (PEN) as a wavelength shifter in ProtoDUNE-DP
J. Soto-Otónon behalf of the DUNE Collaboration.

What is ProtoDUNEDual-Phase?

Scintillation in liquid argon

Scintillationlight in liquid argonis
emitted by radiative decay of
molecularargonexcimers.

× Emission peak at 128nm
where most photosensorsare
not sensitive.

× Fluorescent materials are
needed to shift the
wavelength of the emitted
photons towards the visible
light range.

× It is a 6x6x6m3 active volume
double-phaseliquid argonTPC
being operated at CERNsince
summer2019.

× It has 300ton of fiducial mass
and6 metersdrift distance.

× It is a prototype of the Dual
PhaseFarDetectorof DUNE.

× It uses 36 cryogenic
photomultiplier tubes, placed
below the active volume, to
detectscintillationlight.

× Seefirst resultsin poster done
by A. Gallego-Ros.
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Wavelenghtshifting in ProtoDUNE Dual-Phase

×30PMTsarecoveredwith a PENfoil.

×Circular foils of 24cm diameter and 125um
thickness,placedtangentto the PMTsurface.

×Thermoplasticvery easyto install.

×Novel and promising material, but re-
emissionefficiencyisnot well known.

Polyethylene naphthalate(PEN) Tetraphenyl butadiene (TPB)

×Both materialsshowa similar
re-emissionspectrum, with a
peakaround430nm.

×Ourgoalis to meaurethe PEN
re-emissionefficiency( )ʁ, i.e.
the ratio of photons
convertedto visiblelight.
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×The TPB coated surface
receives30% less photons
than PENfoil:

cɹoat/ fɹoil=0.7

×Assuming isotropic re-
emission on the TPB/PEN,
only 25% of the photons
re-emitted by the PENwill
arrive to the photocathode
(ɲfoil=0.25), for the 50% in
the TPBcoating(ɲcoat=0.5).

×Triggering on cosmic
muons.

×Comparing two PMTs
symmetrically placed
w.r.t the detector axis
andthe triggerchannel.

×Similar values have been reported in the
literature [4]: PʁEN/ TʁPB ~ 0.38 and PʁEN~ 0.42,
but they useddifferent PEN/TPBconfigurations,
which makes the measurements not totally
comparable.

×Polyethylenenaphthalate is not as efficient as
TPB,but its mechanicaladvantagesmake it a
goodcandidatefor future experiments.

Direct experimental result Geometrical considerations (from simulations)
(ɹ128nm) (ɹ430nm) 

PEN-foiled PMT

TPB-coatedPMT

x 0.22

PEN-foiled PMTs detect 
considerably less light 
than TPB-coated PMTs.

×Correcting the geometrical differences,a value for the
relative PEN/TPBre-emission efficiency at 128nm and
87K/cryogenic temperature based on protoDUNE-DP
measurementsisobtained:
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×Takinginto accountthe effectiveQEof the TPBcoatedPMTat room
temperature of 0.14±0.02 (ratio of detected photo-electrons per
incident 128nm photon, measuredin the lab), and correcting to
cryogenictemperature[3], we obtain an absolutevaluefor the PEN
re-emissionefficiencyof:
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Trigger
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Top viewof the PMT 
layout

The ratio of photo-electronsdetectedon PEN-foiled PMTsw.r.t TPB-coatedPMTsis:

NPEPEN/NPETPB= 0.22�“0.01 consideringsignalsof �130PE on average.

Results and discussion

PMTs

Polyethylene naphtalateperformance measurement in ProtoDUNE Dual-Phase
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